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Tests undertaken for the U. S. Navy by the Fish and IWdlife Service four 
years before Pearl Harbor are now contributing 

’ planes and combat vessels, according to reports 
to the speed and efficiency of sea- 

L. I&es. 
to Secretary of the Interior Harold 

In an outdoor laboratory developed for the ~.u-oose at its Reaufort Xorth 
Carolina Station, the Service began tests in 1337 to find a Taint for tie aluminum 
hulls and pontoons of seapkanes which would meet two vitally- necessary requirements: 
to l:.ithst&d the corroding effects of s eiwater on aluminum surfaces, and to prevent 
the attachTent of barnacles and other marine animals that may cut the soeed of 
boats in half a.nd make it almost impossible for a seaplane to rise from& the water. 

Fouling of underwter surfaces usually takes place while the crn.ft are in 
Coastal waters and is caused by the attachment of young, swizmirg stages of bar- 
nacles and a variety of other lnarine ,animals and plants. 
the weight of ma.terial encrusting the hulls of 

As the organisms gow, 

enormously. 
vessels or seaplanes-increases 

333 tons. 
Ships often carry 100 tons of fouling m&terial, sometimes as much a-s 

Without some means of preventing the attachment of marine growths, torpedo 
bc ets, seaphaes , and vessels engaged in com’oat operations would have to ‘se taken 
out 0 f service about every six months for scrapi& and repaintirg in drydock. . . .~~ 

In addition to the serious loss of speed, heavily fouled boats con.s~:ne :l>uch 
greater quantities of fuel because of the added resiste,rce to the rr,Ta.t.er. 

To find a paint that could be used on alumin:km surfaces to combat fouliq, 
tests were undertaken at the request of the Xavy by Dr. E. F. Prytherch, a marine 
biologist of the Fish and t?iildlife Service in charge of the Reaufort Station. 

Using aluminum and paints supplied by the E3-q+, Dr. Prytherch submerged test 
panels in the narrow passcage that separates Pivers Island - site of the Eeatio’rt 
Ido ra tory - from the Earth Ca,roline mainland. Because of the strong tical flow 
tl?rOwh the pasage and the variety and abv&rnce of marine organisms in the water, 
this was found to be the :Aost favorable spa t along the Atlantic coast for conduct- 
irg the necessary tests. 
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Some 35 different paints were tested in the series of experiments, which 
were .continued through several seasons. At the conclusion of the experiments 
Dr. Prytherch was able to recommend to the Savy two paints which could be used 
to prevent the attachment of marine orgenisms for long periods of time. The 
paints also met the ezxtie requirements for use on aluminum to be submerged 
in seawater , and can b e used on other metals as well. 

Both of the paints chosen - 
mercial product - 

one developed by the Navy, the other a com- 

of all types. 
are now being used successfully on Naval air and surface craft 

They are also available for use on merchant and passerger vessels. 

xxx 

2 


